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AbstractὙThe causes and countermeasures of common defects in small angle cutting of tire steel wire 
cord were introduced. The common defects in small angle cutting of steel wire cord mainly included big head 
and small tailὋjoint mismatchὋjoint pressing steel wire and pleating in coiling. By improving the calendering 
quality of steel wire cord and the accuracy of cutting equipmentὋthe recurrence frequency of small angle 
cutting defects of steel wire cord could be effectively reducedὋand the quality of semi-finished products of 
tires could be improved to a certain extent.
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