
橡胶科技 理论·研究

· 22 ·

2017 年第 10 期

参考文献：
[1]  殷石，张立群，田明. 纳米短纤维增强橡胶复合材料的研究进展[J].

合成橡胶工业，2010，33（5）：396-404.

[2]  Kashani M R.Aramid-Short Fiber Reinforced Rubber as a Tire Tread 

Composite[J].Journal of Polymer Science，2009，113（2）：1355-1363.

[3]  Mathew L，Sunil K N.Nanosilica as Dry Bonding System Component 

and as Reinforcement in Short Nylon-6 Fiber/Natural Rubber 

Composite[J].Journal of Polymer Science，2009，112（4）：2203-2212.

[4]  郑元锁. 芳纶短纤维对丁腈橡胶的补强作用[J]. 西安交通大学学

报，1998，32（8）：81-84.

[5]  金仲，夏忠林，罗筑. 接枝改性对芳纶纤维补强天然橡胶复合材料

性能的影响[J]. 高分子材料科学与工程，2015，31（8）：56-61.

[6]  金仲，罗筑，李斌. 相容剂HTPB-g-MA的合成及对芳纶补强天然

橡胶复合材料性能的影响[J]. 高分子材料科学与工程，2016，32

（1）：6-12.

收稿日期：2017-05-16

Study on Properties of Nitrile Rubber Composite Reinforced by Short Fiber

LI Bo，HE Liancheng，ZHOU Lei，WU Yu，ZHAO Hongguo，HU Haihua
（CNPC Lanzhou Petrochemical Research Institute，Lanzhou 730060，China）

Abstract：In this study，several types of short fibers were applied in nitrile rubber（NBR） composite by 
replacing part of the carbon black and the effect on the properties of compound was investigated. The testing 
results showed that the FL and Fmax values of the compound with non-polar polyester short fiber were lower，
while those values of the compound with rigid aramid short fiber were higher. Compared with the compound 
without short fiber，the t10 of the compound with short fiber was prolonged，Mooney viscosity was lower，
hardness of the vulcanizate was higher，and the tensile modulus at 300% elongation and tensile strength 
were lower. The tensile strength and elongation at break of the compound along the vertical direction of fiber 
orientation were lower than those of compound along the direction of fiber orientation，respectively. The 
fiber orientation degree，stiffness and hardness of the short fiber filled compound decreased in the order of 
aramid short fiber，polyester short fiber，polyamide fiber and cellulose short fiber. Aramid short fiber filled 
compound showed good tear resistance and polyester short fiber filled compound possessed the best overall 
performance. It was also found that short fiber filled compound tended to yield under stress and short fiber  
generated stress concentration causing material failure.
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为促进石油和化工行业信息研究机构工作水

平的提高，充分发挥信息在生产、经营、科研等工作

中的先导作用，中国石油和化学工业联合会、中国

化工情报信息协会根据《全国石油和化工专业信息

机构管理办法》，于2017年上半年开展了第4届全

国石油和化工行业信息机构考评活动。2017年8
月22日，信息机构考评总结大会在广西南宁举行。

43家参评信息机构中，全国橡胶工业信息中心等25
家信息机构荣获“全国石油和化工行业优秀信息机

构”称号，18家信息机构被评为合格信息机构。10

家未参评单位列为待整改单位。全国涂料工业信

息中心等4家信息机构被授予为示范信息机构。

全国橡胶工业信息中心作为优秀信息机构，

考核期内业务工作完成较好，社会效益不断增加；

考评资料准备细致、充分。行业年度分析报告 
《我国橡胶工业2016年回顾与2017年展望》审视范

围完整、数据搜集到位、分析深入精当，作为会议会

刊资料收录，受到了考评工作委员会的表扬。

我国橡胶工业正处于调整转型发展时期，作

为行业信息服务机构，我们将牢固树立并切实贯彻

创新、协调、绿色、开放、共享的发展理念，以信息、

技术服务为中心，努力做好创新和融合工作，助力

行业实现可持续发展。

（黄丽萍）


